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EPAK MULTI PRODUCTS FACTORY

TONG FU YU INDUSTRIAL ESTATE,

JIAN LONG, HENG GANG@,

LONG GANG DISTRICT, SHENZHEN, CHINA

Report on the submitted packaging samples said to bea CONDUCTIVE PC CARRIER TAPE

Sampie Receiving Date 1 MAY 24, 2004

Testing Period - MAY 24, 2004 TO MAY 2§, 2004

Test Requested + To determine Total Lead, Cadmium, Mercury and Hexavalent Chromiurn content
in the submitted packaging samples.

Test Method . Analysis was performed by Inductively Coupled Plasma Atomic Emission
Spectrometer.

Results . Please refer to next page.

Conclusion The Total Lead, Cadmium, Mercury and Hexavalent Chromium content in the

submitted packaging samples comply with the requirement of European Council
Directive 94/62/EC - Article 11 that effective from June 2001.

Signed for and on behalf of
GS-CS8TC Ltd.

Zhang Yanzheng, Heleh
Section Manager
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Test Report No.: SZTYR040510882/LP
Results:
Black plastics (Carrier tape)
Lead {Pb] <2
Cadmium {Cd ] <2
Mercury [Hg] <2
Chromium [Cr] 14
Total [Pb + Cd + Cr (VI) + Hg] <21
Total Limit 100

Note: - < = Less than
- The unit of resuits is mg per Kg
- Results shown are of total weight of dry samples

*** End of Report ***
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